
Mineral Production of Thailand 2016
Quantity : Tonnes

Statistics Group, DPI&M,  Value : Million Baht

2016

Quantity Value

Andesite (industrial rock) 815,115 163.0

Anhydrite 1,340,213 889.9

Antimony ore 32 0.9

Ball clay 136,646 75.2

Barite

    - Chemical grade (ground) 2,232 13.8

    - Drilling mud (ground) 155,799 606.8

    - Unground 65,070 96.6

Basalt (industrial rock) 13,547,442 2,709.5

Calcite 1,452,235 1,089.2

Cement Clay 4,506,878 405.6

Ceramic Clay 371,686 204.4

Dolomite 3,034,860 1,669.2

Feldspar

    - Potassium (unground) 3,200 5.4

    - Sodium (unground) 1,163,947 814.8

Fluorite (metallurgical grade) 20,100 120.2

Glass sand 1,102,699 1,091.7

Gold metal (unit : gram) 4,292,946 6,039.9

Granite

    - Dimension stone 5,524* 32.0

    - Industrial rock 9,458,745 1,891.8

Graywacke (industrial rock-others) 1,055,349 211.1

Gypsum (unground) 10,406,598 6,910.0

Kaolin

    - Unwashed 830,393 319.7

    - Washed 101,618 97.6

Lignite 16,978,601 16,299.5

Limestone

    - Industrial rock-construction 100,456,800 18,082.2

    - Industrial rock-cement 70,422,450 17,605.6

    - Industrial rock-others 6,465,749 2,777.6

Manganese (metallurgical grade) 9,150 24.1

Marble

    - Dimension stone 12,104* 49.6

    - Fragment 1,003,472* 469.6

Perlite (industrial rock) 15,690 23.5

Pyrophyllite 96,800 58.1

Quartz

    - Unground 33,840 25.4

    - Quartzite - industrial rock 16,320 3.3

Rhyolite (industrial rock) 833,793 125.1

Rock salt 1,390,548 2,711.6

Sandstone

    - Dimension stone 560 0.4

    - Industrial rock 836,574 125.5

Shale (industrial  rock-cement) 7,590,072 1,897.5

Silver metal (unit : gram) 35,953,635 712.5

Talc (unground) 7,126 4.3

Tin concentrates 92 43.8

Travertine (dimension stone) 2,600 5.2

Tungsten

    - Scheelite 42 11.8

    - Wolfram 15 4.9

Zinc ore 175,632 2,388.2

Total 88,907.6

:-  * = Cubic Meter   

Mineral


